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International Conference on 
Mechanical Spectroscopy, MS-III 

October 5, Tuesday

- Registration of Participants

- Welcome Party
October 6, Wednesday

- Opening Ceremony
- Plenary Lectures
- Parallel Sessions:


- Session № 1, Part 1 :  Relaxation in Metals and Alloys


- Session № 2  
      Relaxation in Semiconductors


- Session № 4 
      Magnetic Relaxation

- Round Table Discussion
October 7, Thursday

- Plenary Lectures
- Parallel Sessions:


- Session № 1, Part 2 :  Relaxation in Metals and Alloys


- Session № 3 
      Relaxation in Dielectrics


- Session № 5 
      Relaxation in Glasses
- Round Table Discussion
- Conference Banquet
October 8, Friday

- Plenary Lectures
- Parallel Sessions:


- Session № 6 
     Relaxation in Polymers


- Session № 7 
     Relaxation in Nanostructured Materials
 


     and Films

- Session № 8 
     Theory of Relaxation Phenomena

- Session № 9 
     Physical Modeling

- General Discussion and Closing
- Conference Excursion
Plenary Lectures

October 6, 2004 (10:15 –12:15)

Chairmen: L.B. Magalas and B.M. Darinskii 
The Mechanism of the Anelastic X Relaxation in the Intermetallic Compound Fe3Al 
M.S. Blanter (Russia), I.S. Golovin, H.-R. Sinning (Germany)
2. High-temperature Mechanical Relaxation in Metals and Metallic Alloys 

A. Riviere (France)

3. Structure and Kinetic Phenomena in General-Type Grain Boundaries. Premelting 
B.M. Darinskii, Yu.E. Kalinin,  D.S. Sayko (Russia)

4. Mechanisms of Dielectric and Mechanical Relaxation in Disordered Polar 
Dielectrics 
S.А. Gridnev, L.N. Korotkov (Russia)

5. Dislocation Relaxations in Dielectric Crystals in Magnetic Field 

V.I. Alshits (Russia)

October 7, 2004 (10:00 –13:00)

Chairmen: A. Riviere and S.A. Golovin

6. Relaxation Phenomena Induced by a Weak Magnetic Field in Nonmagnetic Crystals 

Yu.I. Golovin (Russia)

7. Anelasticity of Composite Materials Containing Graphite
S.A. Golovin (Russia)
8. Two Internal Friction Peaks of Different Nature in CsI Single Crystals at Liquid 
Helium Temperatures

S.N. Smirnov, P.P. Pal-Val, V.D. Natsik (Ukraine)
9. Physical Aging of Amorphous Matter: Structural Investigation Down to 
Nanometric Scale 

S. Etienne (France)

10. Structure Relaxation and Processes of Self Organization During Glass Transition 
of Metals and Metal-Metalloid Alloys 
A.V. Evteev, A.T. Kosilov, E.V. Levchenko (Russia)

11. Internal Friction in Glasses 

A.V. Granato (USA)

October 8, 2004 (9:00 –11:00)

Chairmen: V.D. Natsik and V.I. Zinenko

12. Dissipation-induced Dihroic Effects in Atomic Photo Processes 

N.I. Manakov (Russia)

13. Memory Effects in Quantum Theory of Relaxation 
V.G. Morozov, G. Roepke (Russia)

14. The Nonempirical Lattice Dynamics Calculation in the Ordering 
and Disordering Solid Solutions of PbSc1/2Ta1/2O3 and PbSc1/2Nb1/2O3
V.I. Zinenko, S.N. Sofronova (Russia)

15. Physical Mesomechanics and Relaxation Phenomena 

P.A. Golovinski (Russia)

Session 1   Relaxation in Metals and Alloys

Oral Presentations: Part 1 (October 6, 2004)

Chairmen: D.M. Levin and A.T. Kosilov

Invited Lectures

1. Low-Frequency Subresonant Mechanical Spectroscopy

L.B. Magalas (Kraków, Poland)
2. Anelasticity of  Fe-Al and Related Alloys 
I.S. Golovin,  H. Neuhaeuser (Braunschweig, Germany), A. Riviere (France), 
A. Strahl (Braun​schweig, Germany)

Oral Presentations

1. Intrinsic Damping in Mg, Al and Fe Alloys Measured by Differential Calorimetry and Analysis  of its Dependence on the Internal Structure of Material
J. Aberg, H. Fredriksson, B. Widell, T. Bergstroem (Stockholm, Sweden)
2. Mechanical Damping by Microplasticity and Propagation of Fatigue Cracks in Porous Metals 

I.K. Archipov (Tula, Russia), I.S. Golovin (Braunschweig, Germany), 
S.A. Golovin (Tula, Russia), H.-R. Sinning (Braunschweig, Germany)

3. Hydrogen Interaction with Dissolved Atoms and Relaxation Properties of Metal Solid 
Solutions 
M.S. Blanter (Moscow, Russia)
4. Effect of the Pre-strain on the Amplitude-dependent Internal Friction of Aged Al-Cu Alloy

M. Bournane, Y. Sadaoui (Algeria), A.F. Sirenko, Yu.N. Rokhmanov (Kharkov, Ukraine)

5. Low-temperature Diffusion and Kinetic Stabilization in Cu-Al-Be beta1' Martensite
S. Golyandin, K. Sapozhnikov, S. Kustov (St. Petersburg, Russia), E.Cesari (Palma de Mallorca, Spain), M. Morin (Villeurbanne Cedex, France) and R. De Batist (Antwerpen, Belgium) 
6. Application of the Pulsed Synchrotron Radiation for Investigation of Relaxation 
Processes 
V.V. Harutunyan (Yerevan, Armenia)

7. A Review of the Snoek Effect and Related Phenomena
M. Koiwa (Kyoto, Japan)
8. Hydrogen Diffusion in the Shape Memory Alloy Ni30Ti 50Cu20
G. Mazzolai, A. Biscarini, B. Coluzzi, F. M. Mazzolai (Perugia, Italy), U. Straube (Halle, Germany)
9. Elasticity, Inelasticity and Plasticity of  Fe-Si Alloys 

S.P. Nikanorov, M.P. Volkov, V.N. Gurin,Yu.A. Burenkov, L.I. Derkachenko (Russia) 
10. Oscillatory Time-dependent Internal Friction in Non-equlibrium Systems 
A.V. Oleynich-Lysyuk, B.I. Gutsulyak (Chernovtsy, Ukraine)
11. Investigation of Acoustical and Resistivity Properties of Austenitic 
Fe-Cr-Mn Alloys in the Temperature Range from 5 to 300 K

L.N. Pal-Val, Yu.A. Semerenko (Kharkov, Ukraine), G.H. Grikurov (Tbilisi, Georgia)
12. Influence of Ageing on Elastic and Anelastic Properties of Sn-38 wt.% Pb Eutectic Alloy

L.N. Pal-Val, P.P. Pal-Val, V.F. Korshak, P.V. Matejchenko (Kharkov, Ukraine)

Oral Presentations: Part 2 (October 7, 2004)

Chairmen: P.P. Pal-Val and M.S. Blanter
13. Acoustic Relaxation Processes in Normal and Superconducting Niobium: Effects of 
Magnetic Field, Normal Electron Density, Cooling Rate, Purity and Crystallographic 
Orientation

P.P. Pal-Val, (Kharkov, Ukraine)
14. Low-temperature Spontaneous Atomic Rearrangements in In-based Solid 
Solutions Studied by Means of Acoustic and Resistivity Measurements

P.P. Pal-Val, (Kharkov, Ukraine)
15. Low-temperature Structure Instability of In-Pb Solid Solutions Near a Step-like 
Drop in Young's Modulus Temperature Dependences

P.P. Pal-Val, L.N. Pal-Val, S.V. Lubenets, L.S. Fomenko, V.D. Natsik, A.A. Ostapovets (Kharkov, Ukraine)
16. Anelasticity and Stability of Interstitial Solid Solution in Fe3Al  Intermetallic 
Compounds 

T.S. Pavlova (Tula, Russia),  I.S. Golovin,  S.B. Golovina, A. Strahl, 
H. Neuhaeuser  (Braunschweig, Germany), R. Schaller (Lausanne, Switzerland), 
S.A. Golovin (Tula, Russia)


17. Low-frequency Anelasticity of B19' Martensitic Phase of Ni-Ti and Ni-Ti-Cu Alloys
K. Sapozhnikov, S. Golyandin, S. Kustov (St. Petersburg, Russia), 
R. Schaller (Lausanne, Switzerland), J. Van Humbeeck (Heverlee, Belgium)
18. Study of the Surface Relaxation Within the Exact Treatment of LEED

M.B. Shevchenko (Kiev, Ukraine)
19. Relaxation Phenomena Induced by Hydrogen in Iron-based Alloys
V.N. Shyvanyuk (Kiev, Ukraine)

20. Relaxation Phenomena at Interfaces of Brass-matrix Composites
I.M. Spyrydonova, O.V. Sukhova, S.B. Pilyayeva, N.V. Butenko (Dnepropetrovsk, Ukraine)
21. Ultrasound Investigation of Ni40Ti50Cu10
U. Straube (Halle, Germany), G. Mazzolai, A. Biscarini, B. Coluzzi, 
F. M. Mazzolai (Perugia, Italy), H. Beige (Halle, Germany)

22. Specific Properties of Industrial High-Damping Steels Based on the Fe-Al Metallic System

V.A. Udovenko , I.B. Chudakov (Moscow, Russia)

23. On the Mechanism of Formation of High-Damping State in Fe-Al-based Alloys 
V.A. Udovenko , I.B. Chudakov, N.A. Polyakova, S.Yu. Mackushev, A.M. Glezer (Moscow, Russia)

24. Internal Friction of High-Current Welding Metal

Bao Yefeng, Zhou Yun, Wu Yiyong, Lou Songnian (Shanghai, China)

25. Методологические основы структурной релаксации в условиях электропереноса
А.Т. Косилов, В.А. Юрьев, А.В. Максименко (Воронеж, Россия)

26. Исследование скачков пластической деформации металлов комплексом оптических и электромагнитных методов
А.А. Шибков (Тамбов, Россия), М.А. Лебедкин (Черноголовка, Россия), М.А. Желтов, В.В. Скворцов, Р.Ю. Кольцов, А.В. Шуклинов, Д.В. Фирюлин (Тамбов, Россия)
Posters
Chairmen: G.V. Markova and V.A. Yuryev

1. Influence of a Complex Intense Condition on Amplitude-Dependent Internal 
Friction of Porous and Foamy Materials 
I.K. Archipov, V.I. Abramova (Tula, Russia)
2. Damping and Elastic Properties of Al-12 wt % Mg alloy

M. Bournane, Y. Sadaoui, M. Nedjar (Algeria)

3. Relaxation Processes of High Purity Aluminium

T.D. Chernyshova, V.V. Chernyshev (Voronezh, Russia)
4. The Peculiarities of Internal Friction Spectra in Deformed Steels U9 and R6M5

O.V. Kuzovleva (Tula, Russia)

5. Chemical Relaxation Induced by Thermal Laser Treatment

M. Markevich, F. Piskunov, A. Podoltsev (Minsk, Belarus)
6. Internal Friction Study of Structural-magnetic Transformation in Mn-based 
Mn-Cu Alloys

G.V. Markova, V.L.Vinogradova,  E.N. Nasarova (Tula, Russia)
7. Crystal Geometry of Lattice Transformation Under Austenite-Martensite Transformation

V.V. Moiseev, I.V. Troitsky (Tula, Russia)
8. About the Nature of Extreme High Damping in Condensed Beryllium
A.V. Oleynich-Lysyuk, N.D. Raransky (Chernovtsy, Ukraine)
9. Internal Friction in Nickel Sponge

G.V. Serzhantova (Tula, Russia)

10. Погрешности оценки параметров релаксационных максимумов внутреннего трения 

С.И. Архангельский, С.Г. Шеверёв (Тула, Россия)

11. Область аккомодации - мера релаксации напряжений, локализованных на границах двойников в монокристаллах цинка
М.Е. Босин, Ф.Ф. Лаврентьев, В.Н. Никифоренко, В.М. Ушаков (Харьков, Украина)

12. Влияние локализованных напряжений структурных дефектов на динамику дислокационных скоплений
Д.М. Левин, А.Н. Чуканов (Тула, Россия)
13. Исследование взаимосвязи эффекта Савара-Масона с динамикой деформационных полос в сплавах Al-Mg
А.А. Шибков (Тамбов, Россия), М.А. Лебедкин (Черноголовка, Россия), М.А. Желтов, В.В. Скворцов, Р.Ю. Кольцов, А.В. Шуклинов, 
Д.В. Фирюлин (Тамбов, Россия)
Session 2   Relaxation in Semiconductors
Oral Presentations

Chairmen: Q.F. Fang and S.I. Rembeza

Invited Lecture

1. Relaxation Effects in La2Mo2O9-based Oxide-ion Conductors

Q.F. Fang, X.P. Wang, Z.G. Yi, and Z.J. Cheng (Hefei, China)

Oral Presentations

1. Relaxation of a Two-zone Semiconductor Towards Equilibrium After Excitation by Ultrashort Laser Pulse
V.V. Ignatyuk (Lviv, Ukraine), V.G. Morozov (Moscow, Russia)

2. Influence of Strain on Band Offsets in InGaAs/GaAs Heterojunctions and Quantum Wells
V.I. Zubkov, O.V. Kucherova and A.V. Solomonov (St. Petersburg, Russia)

3. Влияние полевых обработок на параметры МДП-структур

Ш.М. Гасанли, Р.Н. Мехтизаде (Баку, Азербайджан)

4. Внутреннее трение при реверсивном движении дислокаций к свободной поверхности нитевидного кристалла германия
А.П. Ермаков, Б.М. Даринский, А.И. Дрожжин, С.А. Ермаков (Воронеж, Россия)

5. Тепловые переходные процессы в конструкции газовых сенсоров
С.И. Рембеза, Д.Б. Просвирин, Д.Ю. Куликов, О.Г. Викин, Г.А. Викин, В.А. Буслов (Воронеж, Россия)

6. Внутреннее трение в монокристаллах кремния, облучаемых 
[image: image2.wmf]a

-частицами

Н.Я. Рохманов, Н.М. Пелихатый, А.К. Гнап (Харьков, Украина)

7. Термическая релаксация полупроводниковых сенсоров
А.В. Шапошник, П.В. Яковлев, Д.А. Кирнов, Н.С. Демочко, В.С. Воищев (Воронеж, Россия)
Poster Presentations

Chairmen: A.I. Mashin and V.I. Mitrokhin
1. The Effect of Mechanical Deformation on the Optical Properties of Laminated 
As2S3, GeSe2, As2Se3 Crystals

A.A. Babaev, S.B. Sultanov, F.S. Gabibov, A.M. Askhabov (Makhachkala, Russia)
2. Relaxation Effects, and Propagation and Ultrasonic Attenuation in CdZnSb 
Single Crystals
V.N. Balazyuk, V.B. Lototskiy (Chernivtsi, Ukraine)
3. X-Ray Investigation of Ionic Implanted Layers in Perfect Crystals
H.R. Drmeyan, A.O. Aboyan (Armenia)
4. Relaxation Processes During Phase Transitions in CdTe

P.I. Feychuk, L.P. Shcherbak (Chernivtsi, Ukraine), L.A. Bityutskaya, 
E.S Mashkina (Voronezh, Russia)

5. Relaxation Phenomena in Si Single Crystal Subjected to Beta-irradiation
Yu.I. Golovin, A.A. Dmitrievskii, N.Yu. Suchkova (Tambov, Russia)
6. The Relaxation Phenomena in SnO2 Gas Sensors at Heterogenous Reactions
A.M. Guljaev, A.V. Titov, O.B. Sarach, O.B. Muchina, I.B. Varlashev (Moscow, Russia)
7. Recombination Instability of Current in p-Ge(Au) in Nonlinear Regime
I.K. Kamilov, Kh.O. Ibragimov, K.M. Aliev, N.S.Abakarova (Makhachkala, Russia)
8. Application of Acoustic Sensors (Piezosensors) for Detection of Alkanes C6-C10 in the Air
V.A. Loginov, A.V. Kalach (Voronezh, Russia)
9. Redistribution of Boron Doping Impurity on Interface Me-Si

O.A. Molokanov, A.M. Karmokov, R.S. Teshev (Nalchik, Russia)

10. Fractal Analysis of Disordered Nanocrystalline SnO2
Pavin A.P., Popova I.A., Rembeza E.S., Domashevskaya E.P., 
Chernyshev V.V. (Voronezh, Russia)
11. Relaxation Processes in Amorphous As2S3 Films
N.D. Savchenko, T.N. Shchurova (Uzhgorod, Ukraine)
12. Structural Relaxation in Amorphous Alloys Ga(In)xTe100-x
V.Z. Tsaly (Chernivtsi, Ukraine)

13. Наблюдение кристаллизации неконтролируемых включений в структурах 
Si-SiO2-Si3N4 с помощью внутреннего трения

Е.К. Белоногов, А.С. Ильин, В.И. Митрохин, В.А. Мошников, А.Н. Харин, 
Н.П. Ярославцев (Воронеж, Россия)
14. Внутреннее трение в пленочных структурах Si-SiO2-(Cu-Se)

Е.К. Белоногов, А.С. Ильин, В.И. Митрохин, А.Н. Харин, Н.П. Ярославцев (Воронеж, Россия)

15. Сдвиг температуры плавления тонкой пленки Se по данным внутреннего трения

Е.К. Белоногов, Б.М. Даринский, А.С. Ильин, А.Н. Харин, Н.П. Ярославцев (Воронеж, Россия)
16. Релаксация термодинамических свойств и структуры германия после магнитополевой обработки

Л.А. Битюцкая, Е.С. Машкина, А.В. Горлищев, М.В. Гречкина (Воронеж, Россия)

17. Механизм роста пленок In2S3 на кристаллах InAs
А.В. Буданов, М.А. Бобылкин (Воронеж, Россия)

18. AFM-микроскопия релаксационных процессов в германии
А.В. Горлищев (Воронеж, Россия)
19. Внутреннее трение в аэрогеле двуокиси кремния содержащей водный раствор спирта

Б.М. Даринский, А.С. Ильин, В.И. Митрохин, В.А. Мошников, О.А. Шилова, 
Н.П. Ярославцев (Воронеж, Россия)
20. Влияние условий отжига на оптические свойства многслойных нанопериодических структур "аморфный кремний/диэлектрик"
А.В. Ершов, А.И. Машин, А.В.Гусев (Н.Новгород, Россия)
21. Морфология поверхности и свойства аморфного кремния, легированного эрбием
А.И. Машин, А.В. Нежданов, В.Г. Шенгуров, А.В. Ершов (Н.Новгород, Россия)

22. Структурная релаксация в газочувствительных слоях SnO2
В.И. Митрохин, С.И. Рембеза, А.А. Руденко (Воронеж, Россия)

23. Кинетика внутреннего трения в арсениде галлия с глубокими центрами при импульсном оптическом облучении

В.И. Митрохин, С.И. Рембеза, Н.П. Ярославцев (Воронеж, Россия)

24. Изменение упругих и неупругих свойств арсенида галлия, легированного хромом, при оптическом облучении

В.И. Митрохин, С.И. Рембеза, Н.П. Ярославцев, А.А. Руденко (Воронеж, Россия)

25. Временные измерения обнаружительной способности фотодиодов на InSb
И.Н. Мирошникова, А.М. Гуляев (Москва, Россия)

26. Релаксации вольт - фарадных характеристик (ВФХ) гетероструктур 
SnO2:SiO2-SiO2-pSi
А.П. Плешков, Д.Ю. Куликов, С.И. Рембеза (Воронеж, Россия)

27. Деградация электролюминофоров ZnS: Cu, Cl
К.О. Попович (Ужгород, Украина)
28. Термическая стабилизация параметров пленок диоксида олова, легированных кремнием

С.И. Рембеза, Т.В. Свистова, Е.С. Рембеза, Е.Н. Серегина (Воронеж, Россия)
29. Фотоэлектрическая релаксация при оптическом возбуждении пленок SnO2
С.И. Рембеза, С.А. Сушков, А.М. Копытин (Воронеж, Россия)

30. Релаксация и реконструкция на гетерогранице Ga2Se3-GaAs
М.П. Сумец (Воронеж, Россия)

Session 3   Relaxation in Dielectrics
Oral Presentations

Chairmen: A.V. Turik and S.A. Gridnev
1. Ionic Conductivity and Relaxation Processes in Pb5Ge3O11 Crystals

V.M. Duda, A.S. Ermakov (Dniepropetrovsk, Ukraine)

2. Peculiarities of Phase Transitions in Nanostructured Ferroelectrics
Golosovsky (Gatchina, Russia), T. Hansen (Grenoble, France), E. Koroleva (St. Petersburg, Russia), L. Korotkov (Voronezh, Russia), A. Naberezhnov, Yu. Kumzerov 
(St. Petersburg, Russia), M. Tovar (Berlin, Germany)

3. Thermal Properties of Relaxors in BaTiO3-BaZrO3-CaTiO3 System

M.V. Gorev, I.N. Flerov, V.S. Bondarev (Krasnoyarsk, Russia), Ph. Sciau, 
J.-M. Savariault (Toulouse, France)

4. Relaxation Mode in the Vibration Spectra of the Relaxor Ferroelectrics

S.G. Lushnikov (St. Petersburg, Russia), S.N. Gvasaliya (Villingen, Switzerland), 
Seiji Kojima (Ibaraki, Japan)

5. Generation of Elastic Waves by Domain Boundaries in Ferroelectrics

A.A. Rodionov, A.V. Shpileva, N.M. Ignatenko (Kursk, Russia)

6. Electroluminescence in PZT Ceramics in Fast-rising Electric Fields

S.A. Sadykov, A.Sh. Agalarov, S.N. Kallaev, O.U. Aligadjiev (Makhachkala, Russia)

7. Increase of Dielectric Constant During Superfast Switching in PZT Ferroelectric Ceramics

S.A. Sadykov, G.K. Safaraliev, A.Sh. Agalarov, S.N. Kallaev (Makhachkala, Russia)

8. EPR Spectra of Cu2+ Ions in Lithium Heptagermanate Crystals

M.P. Trubitsyn, M.D. Volnianskii, A.Yu. Kudzin (Dniepropetrovsk, Ukraine)

9. Elastic Constants Relaxation Effect in Disordered Heterogeneous Systems

A.V. Turik, A.I. Chernobabov (Pyatigorsk, Russia), G.S. Radchenko, 
S.A. Turik (Rostov-on-Don, Russia)

10. Giant Dielectric Relaxation in Ordered Matrix Systems

A.V. Turik, G.S. Radchenko (Rostov-on-Don, Russia), 
A.I. Chernobabov (Pyatigorsk, Russia), S.A. Turik (Rostov-on-Don, Russia)

11. Relaxation Processes of Dielectric Permittivity in PbMoO4 Mono Crystals

M.D. Volnianskiy , A.Yu. Kudzin, S.N. Plyaka , Z. Belasme (Dniepropetrovsk, Ukraine)

12. Фрактально-синергетическая концепция диэлектрической спектроскопии полидоменных сегнетоэлектриков

Н.М. Галиярова (Волгоград, Россия) 

13. Диэлектрическая и механическая спектроскопия сегнетомагнетиков со структурой перовскита 

О.Н. Иванов, Е.А. Скрипченко, М.Э. Пряхина (Воронеж, Россия)

14. Частотная зависимость коэрцитивного поля в реальных сегнетоэлектриках

В.А. Сидоркин, А.С. Сидоркин (Воронеж, Россия)

15. Исследование скачкообразной пластической деформации и разрушения льда
А.А. Шибков, М.А. Желтов, В.В. Скворцов, Р.Ю. Кольцов, А.В. Шуклинов (Тамбов, Россия)
Poster Presentations

Chairmen: N.M. Galiyarova and O.N. Ivanov
1. Relaxation of Photoinduced State in Paratellurite Crystals

S.V. Akimov, V.M. Duda, E.F. Dudnik (Dniepropetrovsk, Ukraine)
2. Molecular Relaxation in Binary Salt Systems

A.R. Aliev, M.M. Gafurov, I.R. Akhmedov (Dagestan, Russia)

3. Electrical Conductivity of PZT Ceramics

I.A. Averin, R.M. Petcherskaya (Penza, Russia)

4. Low- and Infra-Low-Frequency Measurements in Lead Titanate Solid Solutions

K. Bormanis, A. Kalvane (Riga, Latvia), S.A. Satarov, A.I. Burkhanov, A.V. Shil'nikov (Volgograd, Russia)

5. Dielectric Properties of the System of xPZN-(1-x)PSN Ceramics 

K. Bormanis, A. Sternberg, A. Kalvane (Riga, Latvia), A.I. Burkhanov, A.V. Shil'nikov, A.V. Alpatov (Volgograd, Russia)

6. Relaxor PZN-PSN Ceramics at Low and Infra-Low-Frequencies 

A.I. Burkhanov, A.V. Shil'nikov, A.V. Alpatov (Volgograd, Russia), K. Bormanis, 
A. Sternberg, A. Kalvane (Riga, Latvia)

7. Giant Piezoelectric and Dielectric Relaxations in Statistical Mixtures

A.I. Chernobabov, A.V. Turik (Pyatigorsk, Russia), G.S. Radchenko, 
S.A. Turik (Rostov-on-Don, Russia)

8. Relaxation Characteristics of Ammonium Sulphate 

A.V. Desyatnichenko, A.P. Shamshin, E.V. Matyushkin (Kharkov, Ukraine)

9. Threshold Behavior of the Dielectric Non-linearity in the Ferroelectric Crystals of the TGS Family

S. Drozhdin, S. Khonik, V. Denisova (Voronezh, Russia)

10. Relaxation of Non-Equilibrium Domain Structure During  its Formation Process in TGS Crystals

S.N. Drozhdin, A.I. Nikishina, O.M. Golitsyna (Voronezh, Russia)
11. Structural Transformation and Ultrasonic Relaxation in the La2/3Ba1/3MnO3 Ceramics

E. Fertman, L. Pal-Val, P. Pal-Val, A. Beznosov (Ukraine), D. Khalyavin (Belarus)

12. Relaxation of Space Charge Resulting From Impact Ionization in Valve Metal Oxides
A.E. Gridnev, V.V. Chernyshev (Voronezh, Russia)

13. Relaxation of Polarization of 8Li β-active Nuclei in the Spatially Disorder Nuclear Spin System 8Li-6Li in LiF Single Crystals

A.D. Gul’ko, O.N. Ermakov, S.V. Stepanov, S.S. Trostin (Moscow, Russia)

14. Relaxation Processes in the Surface Layers of Irradiation Corundum Monocrystals
V.V. Harutunyan (Yerevan, Armenia)

15. Preparation and Investigation of Sol-Gel 9/65/35 PLZT Thin Films

A. Khodorov, M.J.M. Gomes (Braga, Portugal) 

16. Study of Relaxation Effects in Ammonium Sulphate in a Region of Microwaves

A.G. Kovalenko, A.P. Shamshin, A.V. Desyatnichenko, E.V. Matyushkin (Kharkov, Ukraine)

17. Specific Features of Brillouin Spectra at a High-Temperature Phase Transition in Cs5H3(SO4)4xnH2O crystals

S.G. Lushnikov, A.I. Fedoseev (St. Petersburg, Russia), 
J.-H. Ko, S. Kojima (Tsukuba, Japan), L.A. Shuvalov (Moscow, Russia)

18. Dielectric Relaxation in CuInP2(SexS1–x)6 Ferroelectrics

М.М. Maior, V.Т. Vrabel, I.P. Prits, N.F. Korda, M.I. Gurzan, 
Yu.M. Vysochanskii (Uzhgorod, Ukraine)

19. Influence of External Influence on Polarization Condition in a Superficial Layer 
of Barium Strontium Niobate Crystals

O.V. Malyshkina, A.А. Movchikova, B.B. Ped'ko, T.O. Zaznobin (Tver, Russia)

20. Proper (Lattice) and Domain Contributions to a Current of Depolarization in Ferroelectrics

V.N. Nesterov, A.V. Shil’nikov (Volgograd, Russia)

21. Experimental Conditions for Lithium Niobate and Tantalate Crystals Growth

M.N. Palatnikov, V.T. Kalinnikov (Apatity, Russia), K. Bormanis (Riga, Latvia)

22. Dielectric Relaxations in the Li0.12Na0.88TayNb1–yO3 (y > 0.7) Solid Solutions 
Synthesized at High and Normal Pressure

Yu.V. Radyush, N.M. Olekhnovich, A.V. Pushkarou, I.I. Maroz (Minsk, Belarus), 
M.M. Palatnikov (Apatity, Russia)

23. Generation of Acoustic Waves by an Electric Field in Rochelle Salt in 
Accompanying Fields

A.A. Rodionov, A.V. Shpileva (Kursk, Russia)

24. About Static Delta E - and Delta G - Effects in Barium Titanate in Accompanying Fields

A.A. Rodionov, A.V. Shpileva (Kursk, Russia)

25. Study of Nano-Scale Structure Kinetics in Relaxor Ceramics PLZT X/65/35

V.Ya Shur, G.G. Lomakin, O.V. Yakutova (Ekaterinburg, Russia), 
A. Sternberg (Riga, Latvia), M. Kosec (Ljubljana, Slovenia)

26. Defects, Photorefractive Features and Vibration Spectrum of Lithium Niobate 
Crystals of Various Compositions 

N.V. Sidorov, P.G. Chufyrev, M.N. Palatnikov, Yu.A. Zheleznov, 
V.T. Kalinnikov (Apatity, Russia), K. Bormanis (Riga, Latvia)

27. Defects and Ferroelectric Features of the  Li0.12N0.88TayNb1-yO3 Ceramic Solid 
Solution System

N.V. Sidorov, M.N. Palatnikov, N.A. Golubjatnik, V.T. Kalinnikov (Apatity, Russia), 
B.V. Mavrin, V.V. Asonov (Troitsk, Russia)

28. The Comparative Analysis of Lattice Dynamics and Cation Ordering in the 
Homovalent Disordering Solid Solutions of KTa1/2Nb1/2O3 and PbZr1/2Ti1/2O3
V.I. Zinenko, S.N. Sofronova (Russia)

29. Долговременные релаксационные явления в монокристалле Pb0.94Ba0.06Sc0,5Nb0,5O3 (PBSN-6)
А.И. Бурханов, С.В. Кравченко, А.В. Шильников (Волгоград, Россия), 
И.П. Раевский, В.П. Сахненко (Ростов-на-Дону, Россия)

30. Диэлектрическое старение в керамике с размытым фазовым переходом 0.9NaNbO3-0.1Gd1/3NaNbO3
А.И. Бурханов, А.В. Шильников, П.В. Бондаренко (Волгоград, Россия), 
И.П. Раевский (Ростов-на-Дону, Россия)

31. Фрактально-статистические параметры и релаксация электрической поляризации пьезокерамики ЦТСНВ-1

Н.М. Галиярова, А.Б. Бей (Волгоград, Россия)

32. Дисперсия комплексной диэлектрической релаксации в релаксорах

С.А. Гриднев, А.А. Глазунов, А.Н. Цоцорин (Воронеж, Россия)

33. Влияние легирующей примеси Ce на амплитудную зависимость внутреннего трения титаната бария

С.А. Гриднев, Д.И. Сафонов (Воронеж, Россия)

34. Процессы старения в сегнетоэлектриках, связанные с релаксацией дефектной структуры

Б.М. Даринский, В.А. Сидоркин, А.С. Сидоркин (Воронеж, Россия)

35. Особенности упругих и неупругих свойств монокристалла K2Ba(NO2)4 при сегнетоэластическом фазовом переходе

О.Н. Иванов, Л.Ф. Кирпичникова, С.А. Гриднев, А.В. Васильева (Воронеж, Россия)
36. Упругие и неупругие свойства керамики PbFe1/2Nb1/2O3 в области размытого сегнетоэлектрического фазового перехода

О.Н. Иванов, Е.А. Скрипченко, М.Э. Пряхина, В.А. Дядькин, А.П. Чумаков (Воронеж, Россия)

37. Проявление релаксации молекул β-фазы парадихлорбензола в спектре малых частот КРС

М.А. Коршунов (Красноярск, Россия)

38. Особенности постпереходных состояний при плавлении щелочно-галоидных кристаллов

Е.С. Машкина (Воронеж, Россия)

39. Релаксация диэлектрической нелинейности кристаллов ТГС, выращенных при температурах ниже 00С

О.В. Рогазинская, С.Д. Миловидова, А.С. Сидоркин, О.Б. Яценко, А.Н. Юрьев, 
Е.И. Максимова, Ж.Д. Стеханова (Воронеж, Россия)

40. Дисперсия диэлектрической проницаемости в тонких пленках титаната свинца

А.С. Сидоркин, Л.П. Нестеренко, С.В. Рябцев, И.А. Бочарова, 
Г.Л. Смирнов (Воронеж, Россия)
41. Исследование кинетики мезоскопических процессов структурной релаксации во льде методами акустической и электромагниной эмиссии
А.А. Шибков, Р.Ю. Кольцов, М.А. Желтов, В.В. Скворцов, А.В. Шуклинов 
(Тамбов, Россия)
42. Влияние дейтерирования на электрические релаксационные свойства кристаллов группы ТГС

А.В.Шильников, В.А.Федорихин, Н.В.Ратина (Волгоград, Россия)

43. Электрическая релаксация кристаллов группы сегнетовой соли при одинаковых значениях спонтанной поляризации вблизи верхней и нижней точек Кюри

А.В.Шильников, В.А.Федорихин, Н.В.Ратина (Волгоград, Россия)

Session 4   Magnetic Relaxation
Oral Presentations

Chairmen: R. Morgunov and V.N. Nechaev
1. Magnetic Field Effects Upon Macroscopic Plastic Deformation of Diamagnetic 
Single Crystals Containing Paramagnetic Impurity

L. Dunin-Barkowskii, A. Baskakov, R. Morgunov (Chernogolovka, Russia), 
Y. Tanimoto (Okazaki, Japan)
2. Spin Current Propagation Through an Interface of Two Ferromagnets
Yu.V. Gulyaev, P.E. Zilberman, A.I. Krikunov, R.G. Kryshtal, A.V. Medved, 
E.M. Epshtein (Fryazino, Russia)

3. Damping Mechanism Associated With Coupling Between Antiferromagnetic 
Transition and Martensitic Transformation
Peng Wenyi Deng Huaming, Zhang Jihua (Shanghai, China)
4. A New Approach to Relaxation Phenomena in Magnetic Materials
A.V. Kovalev (St. Petersburg, Russia)

5. Dispersion Relations and Relaxation of Spin Wave Modes in the Heisenberg Model with Dipole-exchange Interaction

L.V. Lutsev (St. Petersburg, Russia)

6. Magnetic Field Control Over Relaxation of Excited System of Paramagnetic 
Impurity in NaCl:Eu Single Crystals
R. Morgunov, L. Dunin-Barkowskii, A. Baskakov (Chernogolovka, Russia), 
Y. Tanimoto (Okazaki, Japan)

7. Nuclear Magnetic Relaxation in Quantum Liquids in a Restricted Geometry
D.A. Tayurskii (Kazan, Russia), M.S. Tagirov, G.V. Mamin (Kazan, Russia), 
H. Suzuki (Kanazawa, Japan), A.N. Yudin (Kazan, Russia)

8. Влияние магнитного поля на фазовопереходные процессы при плавлении диамагнитных кристаллов
Л.А. Битюцкая (Воронеж, Россия)

9. О влиянии магнитного поля на перенос заряда в структуре "металл-молекула-металл"

А.Ф. Клинских (Воронеж, Россия)

10. Соотношение магнитомеханического затухания и дефекта модуля упругости в сплавах железа с сильным затуханием

А.И. Скворцов (Киров, Россия) 
Poster Presentations

Chairmen: L.V. Lutsev and A.I. Skvortsov
1. Magnetic States and Anomalous Sound Damping in Nd0.63Y0.06Ca0.31MnO3
A.B. Beznosov, E. L. Fertman, P. P. Pal-Val, L. N. Pal-Val, V. A. Desnenko (Kharkov, Ukraine), A. B. Rinkevich, A. P. Nossov and V. G. Vassiliev (Ekaterinburg, Russia)

2. Nuclear Transverse Magnetization and Effects of a Disordering in a Lyotropic 
Liquid Crystal
V.M. Chernov, M.I. Merdeev, V.A. Burmistrov (Chelyabinsk, Russia)
3. Slow Relaxation and Nonequilibrium Dynamics in Spin Glasses

G.P. Chugunova, R.V. Saburova, A.A. Pyatkina (Kazan, Russia) 

4. The Mechanism of Magnetic Field Influence on Internal Friction in Crystalline 
Dielectrics 

B.M. Darinskii, V.N. Feklin (Voronezh, Russia)

5. Anelastic Relaxation in Superconducting Oxides: Interstitial Oxygen Mobility and Possible Structural Phase Transition

J.M.A. Gimenez, C.R. Grandini, D.I. dos Santos (Bauru, Brazil)

6. Linear and Nonlinear Critical Magnetic Properties, Transport and Anomalous 
Critical Behavior Near TC in Nd0.75Ba0.25MnO3 Single Crystal

V.A. Ryzhov, A.V. Lazuta, V.P. Khavronin, I.I. Larionov (St. Petersburg, Russia), 
I.O. Troaynchuk, D.D. Khalyavin (Minsk, Belarus)
7. Relaxation of Electron Spin in Magnetic Nanocontacts

L.R. Tagirov, N.Kh. Useinov, A.N. Useinov, I.V. Bakhmatov (Kazan, Russia)

8. Измерение плотности критического тока в высокотемпературных сверхпроводниках магнитомеханическим методом

Н.А. Андреева, И.М. Голев (Воронеж, Россия)

9. Магнитная проницаемость нанокомпозитов (Co40Fe40B20)X(Al2O3)100-X
В.А. Калаев, Ю.Е. Калинин, А.В. Ситников (Воронеж, Россия)

10. Исследование релаксации намагниченности в ферромагнетиках

Л.Н.Котов, В.С.Власов, Ф.Ф. Асадуллин (Сыктывкар, Россия)
11. Процесс релаксации магнитного потока в иттриевых и висмутовых металлооксидах

В.Е. Милошенко, Н.А. Андреева (Воронеж, Россия)

12. Влияние процессов релаксации на внутреннее трение высокотемпературных сверхпроводников

В.Е. Милошенко, К.А. Литвинов

13. Сверхпроводник Y-Ba-Cu-O в малых магнитных полях

В.Е. Милошенко, И.М. Шушлебин, О.В. Колядин 

14. Амплитудная зависимость внутреннего трения, физические свойства и структура магнитомягких сплавов железа после термомагнитной обработки

А.А. Скворцов (Киров, Россия)

15. Влияние термомагнитной обработки на амплитудную зависимость внутреннего трения и структуру феррито-графитных сплавов железа

А.А. Скворцов, В.М. Кондратов, А.И. Скворцов (Киров, Россия)

16. Ферромагнитный резонанс в демпфирующих сплавах железо-хром

А.И. Скворцов, В.М. Кондратов (Киров, Россия), 
А.М. Зюзин, В.В. Радайкин М.А. Бакулин (Саранск, Россия)

Session 5   Relaxation in Glasses
Oral Presentations

Chairmen: V.I. Tkach and Yu.S. Balashov

Invited Lectures

1. Complete Relaxation Behavior in Metallic Pd42.5Cu30Ni7.5P20 and Pd40Ni40P20 Glasses

O. Haruyama, H. Sakagami (Noda, Japan), N. Nishiyama (Sendai, Japan), 
K. Sugiyama (Tokyo, Japan)
2. Mechanical Relaxations Induced by Structural Relaxation of Metallic Glasses

V.A. Khonik (Voronezh, Russia)

Oral Presentations

1. Towards a Better Understanding of the Glassy Transition Temperature
T.A.M. Aboki (Paris, France)
2. Nonrelaxation Simulation of Atomic Structure of Covalent Glasses and
Nanodispersible Materials
K.B. Aleynikova, E.N. Zinchenko, N.I. Likhach (Voronezh, Russia)
3. The Acoustic Study of Irreversible Structural Relaxation in a Bulk Metallic Glass

N. P. Kobelev, E.L. Kolyvanov (Chernogolovka, Russia), V.A. Khonik (Voronezh, Russia)
4. Low-temperature Acoustic Properties and Resistivity of Bulk Amorphous and 
Crystallized Mg60Cu30Y10 Alloy

L.N. Pal-Val, P.P. Pal-Val, E.D. Tabachnikova, V.Z. Bengus (Kharkov, Ukraine), 
N.H. Pryds, A.S. Pedersen (Roskilde, Denmark)
5. Light-induced Structural Relaxation and the Photoplastic Effect in Chalcogenide Glasses

M.L. Trunov (Uzhgorod, Ukraine), S.N. Dub, R.S. Shmegera (Kiev, Ukraine)

6. Influence of Preliminary of Hydrostatic Pressure Treatment on the Temperature 
Evolution of Electrical Resistance and Structure of Amorphous Co67Cr7Fe4Si8B14 Alloy
V. Varyukhin, T. Moroz, V. Abramov (Donetsk, Ukraine)

7. Наблюдение термостимулированных механических и электрических сигналов в образцах аморфных металлических сплавов

В.С. Абрамов, О.Н Белошов, Ю.А. Службин (Донецк, Украина)
8. Структура и релаксационные процессы в неорганических диэлектрических стеклах

Ю.С. Балашов, М.И. Зайцева, В.Н. Макаров (Воронеж, Россия)

9. Влияние релаксационных процессов в расплавах и стеклах на их кристаллизацию

С.Г. Рассолов, В.И. Ткач (Донецк, Украина)
10. Лазерное термораскалывание стекол и других неметаллических материалов

В.Ф. Солинов (Москва, Россия)

11. Кинетика и механизм роста концентрационных неоднородностей в металлическом стекле Fe40Ni40P14B6 при непрерывном нагреве

В.И. Ткач, С.Г. Рассолов, В.И. Крысов, В.В. Попов, В.Ю. Каменева (Донецк, Украина)
Poster Presentations

Chairmen: M.L. Trunov  and V.A. Khonik
1. The Internal Friction in the Chalcogenide Glasses Ge-As-S

V.S. Bilanych, T.D. Melnychenko, V.M. Rizak (Ukraine)

2. Isothermal Stress Relaxation of Bulk and Ribbon Pd40Cu30Ni10P20 Metallic Glass

O.P. Bobrov, S.N. Laptev, V.A. Khonik (Voronezh, Russia)
3. Comparing Irreversible and Reversible Structural Relaxation in Bulk and Ribbon Metallic Glasses Zr52.5Ti5Cu17.9Ni14.6Al10 and Pd40Cu30Ni10P20 by 
Mechanical Spectroscopy

M. Eggers (Braunschweig, Germany), V.A. Khonik (Voronezh, Russia), 
H. Neuhaeuser (Braunschweig, Germany)
4. Delta E - Effect in Amorphous Fe64Co21B15 Ribbons Annealed by Electrical Current

A.A. Gavriliuk, A.Yu. Mokhovikov, A.L. Semenov, A.L. Petrov, S.M. Zubritsky, 
M.S. Chernyavsky (Irkutsk, Russia)
5. Study of Structural Relaxation and Crystallization of Amorphous Fe-Based Alloys
S.D. Kaloshkin, E.V. Kaevitser, E.V. Shelehov (Moscow, Russia)
6. Structural Map of Binary Amorphous Alloys: Scaling and Composition Factors 
of Atomic Structure

D.I. Kolesnikov, V.V. Posmet'yev, Yu.V. Barmin (Voronezh, Russia)

7. Structured-Morphological Kinetcs of the Spinning Fe70Cr15B15(Sn, Mo,W) Tapes
G.S. Kraynova, V.I. Nevmeerzhitsky, T.A. Pisarenko, A.M. Frolov,
V.V. Yudin (Vladivostok, Russia)
8. Fractional Structured-Morphological Evolution Metallic Glasses in Spinning Process

V.I. Nevmerzhitsky, T.A. Pisarenko, V.V. Yudin (Vladivostok, Russia)

9. Distinctive Features the Distribution Function of the Density of Vibrational States 
of Atom in the Crystalline, Liquid and Amorphous States of Transition Metals
A.G. Ponomaryov, A.G. Chirkov (Izhevsk, Russia)

10. The Influence of External Electric Field on the Atomic Structure of Amorphous PbTiO3
V.V. Posmet'yev, L.N. Korotkov, Yu.V. Barmin (Voronezh, Russia)

11. Determination of Partial Radial Distribution Functions for Amorphous Materials Based on ABO3 Perovskites

V.V. Posmet'yev (Voronezh, Russia), A.A. Naberezhnov (St. Petersburg, Russia), 
L.N. Korotkov, I.V. Babkina, Yu.V. Barmin (Voronezh, Russia)
12. Glass Surfaces Restructuring

13. V.G.Zhytaryuk (Chernivtsi, Ukraine)

14. Высокотемпературные релаксационные процессы и их возможные механизмы в неорганических стеклах 

И.В. Андреев (Воронеж, Россия)

15. Релаксационный спектр аморфных сплавов 11xcp и Ni78Si8B14 в килогерцовом диапазоне частот

В.М. Андронов, Н.Я. Рохманов, В.В. Нерубенко (Харьков, Украина)

16. Магнитомеханическое затухание и магнитный импеданс аморфного сплава Fe79,3P18,2V2,5 

В.В. Вавилова, Ю.Е. Калинин, Ю.К. Ковнеристый, А.В. Перов (Воронеж, Россия)

17. Диэлектрическая релаксация в аморфном материале Bi1.8Pb0.3Sr2Ca2Cu2,6K0,4OZ
С.А. Гриднев, Н.И. Репников (Воронеж, Россия)

18. Релаксация диэлектрической проницаемости в аморфном PbTiO3 в окрестности температуры кристаллизации

Л.Н. Коротков, В.С. Дворников, Т.И. Климентова (Воронеж, Россия)



 Session 6   Relaxation in Polymers
Oral Presentations

Chairmen: A.T. Ponomarenko and Yu.F. Shutilin
1. Electric and Magnetic Relaxations in Proton Conductors Based on Polyantimonic Acid
V.A. Burmistrov, D.A. Zakharyevich (Chelyabinsk, Russia)

2. Pressure and Temperature Influence on the Dynamics of Orientation Processes in Nematic Liquid Crystals Mixtures

A.N. Larionov (Voronezh, Russia), S.V. Pasechnik (Moscow, Russia), 
N.N. Larionova (Voronezh, Russia)

3. О взаимосвязи релаксационных и химических термофлуктуационных релаксаций в полимерах

Ю.Ф. Шутилин, А.В. Чичварин, Д.Н. Серегин (Воронеж, Россия)

4. Температурно-временная эволюция спектров времен электрической дипольной релаксации как отражение процесса формирования сетчатого полимера 

Г.Ф. Новиков (Черноголовка, Россия)

5. Кинетика образования и релаксационные свойства сегнетоэлектрических композиционных материалов

А.Т. Пономаренко, В.Г. Шевченко (Москва, Россия)

Poster Presentations

Chairmen: G.F. Novikov and A.F. Klinskikh
1. Relaxations and Thermal Stability of a Crosslinked Photopolymer

Z. Ayadi, S. Etienne, M. Nivoit, J.M. Fiorani, Ch. Cunat (Nancy, France)

2. Mechanical Relaxations and Transitions in Poly(vinylidene fluoride) (PVDF)

A.Gasmi, T. Cheloufi, M. Gouasmia, A. Yousfi (Annaba, Algerie), 
S. Etienne (Nancy Cedex, France)

3. Геометрия молекулы ДНК и перенос заряда в структуре металл-ДНК-металл 

А.Ф. Клинских, Д.А. Сибирко, В.А.Чечин (Воронеж, Россия)

4. Изучение электросопротивления композиций полихлоропрена «Наирит» с различными наполнителями в зависимости от их вида, температуры и старения образцов
А.А. Мартиросян,  В.Н. Агабекян,  П.А. Григорян (Ереван, Армения)
5. Рентгеноструктурный анализ процесса формирования противокоррозионных силикатных покрытий
А А  Мартиросян, В.Г Овчиян, Ц.Р Степанян, П.А. Григорян (Ереван, Армения)

Session 7   Nanostructured Materials and Films
Oral Presentations

Chairmen: N.P. Kobelev and Yu.E. Kalinin

Invited Lectures

1. Fast Dynamics and Gas Adsorbtion in Carbon Nanotubes

R. Cantelli, A. Paolone (Roma, Italy), S. Roth, U. Dettlaff (Stuttgart, Germany)
2. Mechanical Spectroscopy of Quasicrystals
H.-R. Sinning (Braunschweig, Germany) 

Oral Presentations

1. Mechanisms and Kinetics of Grain Boundary Recovery in Nanomaterials
D.V. Bachurin, A.A. Nazarov (Ufa, Russia)
2. Nonlinear Elastic Properties of a Bulk Metallic Glasses Zr52.5Ti5Cu17.9Ni14.6Al10  
and Pd40Cu30Ni10P20
N. P. Kobelev, E.L. Kolyvanov (Chernogolovka, Russia), V.A. Khonik (Voronezh, Russia)
3. Dissipative Structures in Nanocrystalline Magnetic Films
L.I. Kveglis, S.M. Zharkov (Krasnoyarsk, Russia) 
4. In-Situ Producing and Investigation Submicro- and Nanostructural Materials

V.N. Varyukhin, N.N. Belousov (Donetsk, Ukraine)

5. Resonant Ultrasound Spectroscopy of the Submicrocrystalline NiAl Produced 
by Severe Plastic Deformation

Z. Witczak, P. Witczak, R. Jemielniak (Warszawa, Poland)

6. Магнитные и магнитооптические свойства нанокомпозитов (Co84Nb14Ta2)x(SiO2)100—x
В.Е. Буравцова, В.С. Гущин, С.А. Киров, Е.В.  Лебедева, С. Пхонгхирун, Н.Е. Сырьев, И.Т. Трофименко, Н.С. Перов (Москва, Россия)

7. Внутреннее трение в процессе циклирования на герцевых частотах бездислокационных нитевидных кристаллов германия
Дрожжин А.И., Ермаков А.П. (Воронеж, Россия)

8. Особенности пластической деформации конусных нитевидных кристаллов кремния и германия

Ермаков А.П., Дрожжин А.И. (Россия, Воронеж)

9. Релаксация электрической проводимости в аморфных нанокомпозитах металл-диэлектрик 
Ю.Е. Калинин, А.В. Ситников, О.В. Стогней (Воронеж, Россия)

10. Негэнтропийный эффект мезоструктурной релаксации металлических пленок при гамма- облучении
С.А. Щеголева, В.В. Юдин (Владивосток, Россия)
Poster Presentations

Chairmen: L.N. Kotov and A.I. Drozhzhin
1. Grain Rotation as a Relaxation Mechanism in Ultrafine-grained Materials

V.N. Danilenko (Ufa, Russia)

2. Micromechanisms of Mass Transferring at Dynamic Micro- and Nanoindentation by Stepped – Increased Loading

Yu.I. Golovin, A.I. Tyurin, E.A. Boitsov, V.V. Khlebnikov (Tambov, Russia)

3. Lability of the Dielectric Matrix of Thin Films Metal-Dielectric Nanocomposites

M.N. Kopitin, A.V. Sitnikov, O.V. Stognei (Voronezh, Russia)

4. Relaxation Phenomena in Metal Films by Laser Treatment

5. M. Markevich, A. Chaplanov (Minsk, Belarus)
6. Релаксация намагниченности в ферритовых частицах и пленках с магнитоупругой связью

В.С. Власов, Л.Н. Котов (Сыктывкар, Россия) 
7. Соотношение монотонной и объемной деформации объемного аморфного сплава Zr46,8Ti8Cu7,5Ni10Be27,5  при динамическом наноиндентировании

Ю.И. Головин, В.И. Иволгин, А.И. Тюрин, С.В.Потапов (Тамбов, Россия), В.З. Бенгус, Е.Д. Табачникова (Харьков, Украина)

8. Влияние глубины отпечатка, скорости относительной деформации и температуры на коэффициент скоростной чувствительности твердости при динамическом наноиндентировании ПММА

Ю.И. Головин, А.И. Тюрин, В.В. Хлебников (Тамбов, Россия)
9. Электрические свойства тонкопленочных гетерогенных структур 
С.А. Гриднев, А.Г. Горшков, М.Н. Копытин, А.В. Ситников (Воронеж, Россия)
10. Эффект разупрочнения нитевидных кристаллов кремния при пластической деформации и воздействии импульсов электрического тока
Б.М. Даринский, А.И. Дрожжин, А.П. Ермаков (Воронеж, Россия)

11. Барьерные свойства, структура и дефектообразование в ингибированных  полимерных пленках

Н.И. Доманцевич (Львов, Украина)

12. Высокое демпфирование нитевидных кристаллов кремния и германия

Ермаков А.П., Дрожжин А.И. (Воронеж, Россия)
13. Высокая демпфирующая способность нитевидных кристаллов германия, циклически деформированных большими амплитудами крутильных колебаний

Ермаков А.П., Дрожжин А.И., Даринский Б.М. (Воронеж, Россия)

14. Релаксация напряжений в упруго деформированных кручением одного знака бездислокационных нитевидных кристаллах германия
Ермаков А.П., Дрожжин А.И., Ермаков С.А. (Воронеж, Россия)

15. Ротационная пластичность при растяжении предварительно деформированных кручением нитевидных кристаллов германия

Ермаков А.П., Дрожжин А.И., Ермаков С.А. (Воронеж, Россия)

16. Синтез и исследование низкочастотных упругих и неупругих свойств композита (85С60+15С70)80-(B2О3)20
И.В. Золотухин, О.Н. Иванов, Ю.Е. Калинин (Воронеж, Россия)

17. Электрическое сопротивление фуллерита C60
И.В. Золотухин, Ю.Е. Калинин, М.Н. Копытин, К.Г. Королев, А.В. Ситников (Воронеж, Россия)

18. Релаксация электросопротивления под действием водорода в нанокристаллических пленках на основе оксида индия, легированного иттрием

И.В. Золотухин, Ю.Е. Калинин, О.И. Самохина, А.В. Ситников (Воронеж, Россия)

19. Вейвлет-анализ неустойчивости пластического течения сплава Al-2,7%Mg при динамическом нано- и микроиндентировании

В.И. Иволгин, А.А. Власов, Л.С. Ненашева (Тамбов, Россия)

20. Особенности отражения СВЧ волн от гранулированных пленок (Co40Fe40Zr20)Х (Al2O3)100-Х 

Ю.Е. Калинин (Воронеж, Россия), Л.Н.Котов, С.Н. Петрунёв (Сыктывкар, Россия), А.В.Ситников (Воронеж, Россия)

21. Электрические свойства нанокомпозитов Co в матрице Al2O3
Ю.В. Куликова, А.В. Ситников, Д.Н. Струков (Воронеж, Россия)

22. Пластичность, прочность и релаксация напряжений в кристаллах фуллерита C60
С.В. Лубенец, Л.С. Фоменко (Харьков, Украина), А.Н. Изотов, Р.К. Николаев, Ю.А. Осипьян, Н.С. Сидоров (Черноголовка, Россия)
23. Магнитоэлектрический отклик многослойной структуры феррит-пьезо​элек​т​рик на импульс магнитного поля

А.Ю. Остащенко, К.Е. Каменцев,  Ю.К. Фетисов (Москва, Россия)
24. Релаксация структуры и свойств тонких пленок Fe-Nd-B
С.И. Рябцев, В.Ф. Башев, Ф.Ф. Доценко, В.В. Коваленко (Днепропетровск, Украина)
25. Особенности перестройки структуры и изменение кинетических характеристик микрокристаллитных пленок 

Б.П.Яцишин, А.Г. Миколайчук, А.С. Байцар (Львов, Украина)
Session 8   Theory of Relaxation Processes

Oral Presentations

Chairmen: E.P. Feldman and D.S. Sayko
1. Atomic Structure and Kinetic Characteristics of Simple Metallic Glasses in the Soft Sphere Model

B.M.Darinskii, T.N. Pashneva, D.S. Sayko (Voronezh, Russia)

2. Quantum Mechanical Model of Mobility of Dislocation Kink in Covalent Crystals

B.M. Darinskii,  D.S. Sayko  (Voronezh, Russia)

3. Relaxation of Topological Defects in Superfluid Helium at Quench 
(Big Bang Modeling in Bose System)

V.B.Efimov (Chernogolovka, Russia), O.Griffiths, P.E.V.McClintock  (Lancaster, UK)
4. Key Role and the Universality of Relaxation Mechanisms in Phase Transitions in Solids, Liquids, Biological Tissues (Tumor Growth, Aging, Adaptation to Stress and Medical Treatment are Included)

V.P. Kisel, N.S. Kissel (Chernogolovka, Russia)

5. Effect of Magnetic Field on Coherent Transference of Charge in 
Metal-Molecule-Metal System

A.F. Klinskikh. (Voronezh, Russia)

6. Recovery of the Energy Activation Spectrum From the Data of Acoustic 
Spectroscopy: The Solution of the Inverse Problem by the Tikhonov 
Regularization Method

Yu.A. Semerenko (Kharkov, Ukraine)

7. Non-Debye Relaxation and Fractional Differential Equations
V.V.Uchaikin (Ulyanovsk, Russia)
8. Influence of Quenching Temperature and Impurity Bulk Concentration on the 
Kinetics of Ingomogeneous Segregation at the Intercrystalline and Interphase Boundaries

V.M.Yurchenko, E.P. Feldman, L.I. Stefanovich (Donetsk, Ukraine), 
A.V. Krajnikov (Kiev, Ukraine), D.B. Williams (Betleheim, USA)
Poster Presentations

Chairmen: V.M. Yurchenko and V.B. Efimov
1. Spin-lattice Relaxation in the Double Exchange Systems: Calculation of the 
Interaction Constant 
A.B. Beznosov, E.S. Orel, A.A. Loginov (Kharkov, Ukraine)
2. Phase Transitions in Domain Boundaries in External Field

M.N. Chaplygin, B.M. Darinskii, A.A. Djachenko (Voronezh, Russia)

3. Kinetic Phase Transitions in Dissipative Structures
B.M. Darinskii, S.V. Grigoriev (Voronezh, Russia)

4. Formation of Misfit Dislocation Lattice at a Film – Substrate Interface With 
Taking into Account the Elastic Contrast 
E.P. Feldman (Puebla, Mexico), V.M.Yurchenko (Donetsk, Ukraine), L.Gumen (Puebla, Mexico), A.E. Zyubanov, A.Krokhin (Donetsk, Ukraine)
5. Relaxation Influence Upon Viscosity of Watered Dispersed Systems
P.A. Golovinsky, V.T. Pertsev, E.V. Alekseeva (Voronezh, Russia)
6. Relaxation of Energy in Solids as a Result of the Energy Transport From the Local Action Area by a Sequence of Slow Solitary Elastic Waves With Discrete Velocities: Experimental Results
E.M.Kudriavtsev, S.D.Zotov (Moscow, Russia)

7. Faceting of Incommensurate Tilt Boundaries
Kulkov V.G. (Voljskiy, Russia)

8. Internal Friction on Grain Boundaries With One-dimensional Faceting Structure
Kulkov V.G. (Voljskiy, Russia)

9. Displacement of Grain Boundary Three-join at Plastic Deformation in Polycrystals
Kulkov V.G., Zhikhareva M.G. (Voljskiy, Russia)
10. Mathematical Modeling of Multilayered Material With Account of Viscoelastic Effects
V.A. Lomazov (Belgorod, Russia), Yu.V. Nemirovskiy (Novosibirsk, Russia)

11. Relaxation of Highly Non-equilibrium Charge Carriers in Crystals by Low-energy Electron Influence
O.F. Panchenko, L.K. Panchenko (Donetsk, Ukraine)
12. Vibrations of a Ring on Two Supports With Account of Viscous-Elasticity
A.I. Polunin (Belgorod, Russia)

13. Dependence of the Spontaneous Emission Rate of a Single Impurity Molecule on the Orientation of the Transition Dipole Moment in a Birefringent Host Crystal

I. Rebane (Tartu, Estonia)

14. Fast Electrons Beam Penetration, Backscattering, and Relaxation in the Real Time
V.A. Smolar, O.S. Kharlamov (Volgograd, Russia)
15. Inelastic Electron Scattering on the Ionized Molecule of Hydrogen

A.Kh. Tsipinova, I.K. Azizov, M.M. Tlupova (Nalchik, Russia)
16. Kinetics of Formation of Absorbtion Layer in Thin Films

V.M.Yurchenko, E.P. Feldman, L.I. Stefanovich, T.N. Mel’nik (Donetsk, Ukraine), 
A.V. Krajnikov (Kiev, Ukraine), D.B. Williams (Betleheim, USA), 
A.E. Zyubanov (Donetsk, Ukraine)
17. Диссипация энергии переменных внешних полей в несобственных сегнетоэлектриках

В.А. Адамов, Б.М. Даринский (Воронеж, Россия)

18. О концептуальных стимуляторах нелинейной физики

Б.П. Гайворонский (Воронеж, Россия)

19. Нелинейные волны в кристаллах с диссипацией

Б.М. Даринский, А.С. Сигов, А.С. Сидоркин (Москва, Воронеж, Россия)

20. Сегнетоэлектрические фазовые переходы в неоднородных кристаллах

Б.М. Даринский, А.С. Сигов, А.С. Сидоркин (Москва, Воронеж, Россия)

21. Волновые процессы в микронеоднородных упругих средах с гистерезисной нелинейностью и релаксацией

В.Е. Назаров, А.В. Радостин (Н.Новгород, Россия)

22. Соотношения неопределенностей для малых частиц

С.К. Шардыко (Урал, Россия)

Session 9   Physical Modeling
Oral Presentations

Chairmen: V.A. Polukhin and I.L. Bataronov
1. Percolation Analysis of Atomic Structure of Amorphous Alloys

A.V. Bondarev, I.L. Bataronov, Yu.V. Barmin (Voronezh, Russia)

2. Simulation Process of Nuclear  Relaxation in Nematic and Lamellar Phases 
of a Lyothropic Liquid Crystal

V.M. Chernov, M.I. Merdeev (Chelyabinsk, Russia)
3. Computer Study of the Grain Isomerization Process as the Initial Manifestation of Relaxation Fenomena in Nano-crystalline and Amorphous TM-Metal Based Alloys

V.A. Polukhin, L.K. Rigmant, N.A. Vatolin (Ekaterinburg, Russia)
4. The Model of Random Close Packing of Charged Spheres

V.V. Posmet'yev, L.N. Korotkov, Yu.V. Barmin (Voronezh, Russia)

5. Моделирование эволюции дислокационных ансамблей с двумя системами скольжения в поле внешних стохастических воздействий

А.Б. Волынцев, А.В. Ратт (Пермь, Россия)
6. Механизмы релаксации упругих напряжений при ориентированной кристаллизации пленочных гетероструктур ГЦК-металлов

А.А. Дмитриев, А.В. Евтеев, Д.Г. Жиляков, А.Т. Косилов (Воронеж, Россия)

7. О некоторых точных решениях задачи импульсного зондирования непрерыв​но​не​од​нородной среды
Е.П. Кочура, С.В. Соболев (Курск, Россия)

8. Применение дробно-устойчивых распределений к проблеме переноса носителей  заряда в аморфных полупроводниках

В. В. Учайкин, Р. Т. Сибатов (Ульяновск, Россия)
Poster Presentations

Chairmen: A.A. Rodionov and Yu.V. Barmin
1. Temperature-velocity Dependencies of Additional Elastic Deformation in R6M5 Steel
A.V. Afanaskin, A.E. Gvozdev, M.H. Shorshorov, D.P. Chernykh (Tula, Russia)

2. Numerical Experimentation of Topological Solitons Behaviour under Different 
External Conditions
M.M. Arakelyan, A.S. Sahakyan (Yerevan, Armenia)

3. The Method for a Structure Factor Correction in Structure Investigations 
of Amorphous Metal Oxides

I.L. Bataronov, V.V. Posmet'yev, Yu.V. Barmin (Voronezh, Russia)

4. Computer Simulation of Magnetic Properties of Amorphous Alloys of Transition and Rare-Earth Metals

A.V. Bondarev, I.L. Bataronov, D.V. Urazov, Yu.V. Barmin (Voronezh, Russia)

5. 3D lattice Model for the Phase Transitions in a Water/Oil/Surfactant/Cosurfactant Mixture
L.V. El’nikova (Moscow, Russia)
6. The Resource-conserve Technologies of Plastic Deformation of Tool Steels

A.E. Gvozdev (Tula, Russia)

7. Pores Formation and Phase Super Desctruction Features in R6M5 Steel 
Under Enhanced Elasticity-Elasticity

A.E. Gvozdev, A.V. Mishkova, D.P. Chernykh (Tula, Russia)
8. Build-up of Model of Phase Transition by a Monte-Carlo Method in Ferroelectrics Relaxators

A.T. Kotvitskiy, A.P. Shamshin, E.V. Matyushkin (Kharkov, Ukraine)

9. A Model for Piezoelectric Resonance and Dielectric Relaxation in Rochelle Salt

A.P. Moina, R.R. Levitskii, I.R. Zachek (Ukraine)

10. Simulation of Formation of Domain and Interphase Structure in the Disordered 
Ferroelectrics and Ferroelastics

V.N. Nesterov (Volgograd, Russia)

11. The Model of Formation Process of Amorphous-Crystalline Heterostructures 
During Perovskite Liquid Quenching

V.V. Posmet'yev, I.L. Bataronov, D.V. Urazov, Yu.V. Barmin (Voronezh, Russia)

12. Percolation in Atomic Structure of One-component Amorphous Metal

V.V. Posmet'yev, I.L. Bataronov, Yu.V. Barmin (Voronezh, Russia)

13. Механизмы структурной релаксации монослоя Ni на подложках Pd разной ориентации 

М.В. Березин, А.А. Дмитриев, А.В. Евтеев, Д.Г. Жиляков, А.Т. Косилов (Воронеж, Россия)
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